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EPOXY COATING
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SLOW SET FOR EPOXY SOLVENT
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CMD-004-REV01-EPOXY COATING (BS EN 10289)
EXTERNAL EPOXY (EP) AND EPOXY MODIFIED
(EP-MOD) COATING IS USED FOR THE CORROSION
PROTECTION OF STEEL TUBES AND PIPELINE
FITTINGS IN OIL AND GAS FIELDS.
EPOXY COATINGS ARE SOLVENT FREE
PAINTINGS AND GENERALLY PACKED IN
TWO PARTS THAT ARE MIXED PRIOR TO
APPLICATION. THE TWO PART CONSIST OF:
1)AN EPOXY RESIN WHICH IS
CROSS-LINKED WITH
2)A CO-REACTANT OR HARDNER.
WHEN PROPERLY CTALYZED AND APPLIED,
EPOXIES PRODUCE A HARD, CHEMICAL AND
SOLVENT RESISTANT FINISH.
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EXTERNAL EPOXY (EP) AND EPOXY MODIFIED (EP-MOD)
COATING IS USED FOR THE CORROSION PROTECTION
OF STEEL TUBES AND PIPLINE FITTING IN OIL AND GAS
FIELDS.EPOXY COATINGS ARE SOLVENT FREE PAINTING
AND GENERALLY PACKED IN TWO PARTS THAT ARE MIXED
PRIOR TO APPLICATION THE TWO PARTS CONSIST OF AN EPOXY
RESIN WHICH IS CROSS-LINKED WITH A CO-REACTANT OR
HARDNER.WHEN PROPERLY CATALIZED AND APPLIED EPOXIES
PRODUCE A HARD
,CHEMICAL AND SOLVENT RESISTANT FINISH.
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